
With Automatic Tool Diameter Adjustment

SUPEROLL MAC

Features

�Automatic tool diameter adjustment with stable burnishing results.
(Diameter tolerance is up to 0,008 inch)

�Improve the tool life
�Can be used in holes with small taper or step. 
�Can make plateau surface with better seizure resistance.

Equipped with an automatic tool diameter 

adjusting feature, this burnishing tool

automatically tracks the pre-hole diameter, 

enabling stable finishing surface.

Dimensions(mm)

↑You can see machined videos of  MAC f rom here.

NEW!

SH1000-CAT SH Type SB Type

Even if the pre-hole size become smaller, over pressure is detected by
the spring feature embedded in the body, and the tool diameter is
automatically adjusted to the appropriate value.

  



Cutting Profile Dia. 1,4008” Dia. 1,4002” Dia. 1,4”
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Over Burnish

Over Burnish

With normal burnishing tool, the compressing value is influenced by the machined diameter.

With our Superoll Mac, burnishing result becomes stable within 0,2mm tolerance.
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